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Cable Fence 2 
Steel pipe shall conform to ASTM A 53, Grade B, Type E or S. 3 
 4 
Steel bars, plates, and shapes shall conform to ASTM A 36M. 5 
 6 
Steel components shall be galvanized after fabrication in accordance with AASHTO M 7 
111. 8 
 9 
Resin bonded anchors shall conform to Section 6-02.2 as supplemented in these 10 
Special Provisions. 11 
 12 
Spelter sockets and turnbuckles shall be as recommended by the wire rope 13 
manufacturer for the wire rope as specified, and shall be galvanized after fabrication in 14 
accordance with AASHTO M 232. 15 
 16 
Wire rope shall conform to ASTM A 603 with Class A weight zinc-coated wires 17 
throughout. 18 


